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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2009

Assay/analysis                

Drill Core

Gold 1.2 g/t

Silver 151 g/t

Zinc 1.07 %

Drillhole AB10-DDH-1, 0.61 metres

Assessment Report 31655, page 28

N

MAIN

2006

Assay/analysis                

Rock

Gold 9.90 g/t

Silver 1759 g/t

Copper 0.29 %

Lead 10.15 %

Zinc 4.79 %

Cadmium 0.18 %

sample 451064 from the No. 4 (Main) vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

VEIN

2006

Assay/analysis                

Rock

Silver 48.1 g/t

Lead 0.23 %

Zinc 0.12 %

sample 5025 from the No. 7 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

1

2006

Assay/analysis                

Rock

Gold 0.46 g/t

Silver 200 g/t

Copper 0.46 %

Lead 3.55 %

Zinc 2.66 %

samples 5005 to 5019 from the No. 1 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

2

2006

Assay/analysis                

Rock

Silver 200 g/t

Lead 0.32 %

Zinc 0.30 %

samples 5220 to 524 from the No. 2 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

60-62

2006

Assay/analysis                

Rock

Gold 1.03 g/t

Silver 200 g/t

Lead 2.1 %

Zinc 4.76 %

samples 5029 to 20538 on the No. 6 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

60-62

1984

Assay/analysis                

Chip

Silver 6.856 g/t No. 6 vein - samples averaged 6.856 to 14 671.8 g/tonne 

silver

George Cross Newsletter #41, 1984
N

1

1984

Assay/analysis                

Chip

Silver 1069.54 g/t Weighted average of 18 samples from No. 1 vein

George Cross Newsletter #3, 1984

N

MAIN

1984

Assay/analysis                

Chip

Silver 946.13 g/t

Gold 5.38 g/t

Weighted average of samples from No. 4 vein

George Cross Newsletter #41, 1984

N
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1

1983

Assay/analysis                

Drill Core

Silver 121.8 g/t over 0.20 metre in hole AB-1 and 59.5 grams per tonne 

silver over 0.15 metre in hole AB-2

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim Group
N

MAIN

1978

Assay/analysis                

Rock

Gold 5.9 g/t

Silver 57.1 g/t

sample of the No. 4 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

1

1976

Assay/analysis                

Rock

Gold 4.0 g/t

Silver 10243 g/t

sample of the No. 1 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN

3

1954

Assay/analysis                

Rock

Gold 49.1 g/t

Silver 369.7 g/t

Lead 13.46 %

a sample from the No. 3 vein

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim GroupN
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