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MINFILE  Number: Name: Status:093M  049 SILVER STANDARD (L. 2262) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1989 Silver  54,091 

Lead  5,152 

Zinc  1,315 

 23  23 

1988 Silver  54,091 

Lead  5,152 

Zinc  1,315 

 23  23 

1985 Silver  429,005 

Gold  441 

Zinc  9,932 

Lead  9,930 

 175  175 

1984 Silver  681,473 

Gold  1,145 

Lead  30,016 

Zinc  22,279 

 280  280 

1983 Silver  215,485 

Gold  323 

Zinc  7,336 

Lead  7,302 

 133  133 

1982 Silver  1,105,418 

Gold  2,146 

Zinc  45,334 

Lead  41,039 

Cadmium  76 

 571  571 

1981 Silver  853,940 

Gold  1,010 

Zinc  26,965 

Lead  26,896 

 424  424 

1979 Silver  114,243 

Gold  233 

Zinc  5,627 

Lead  5,348 

 93  93 

1978 Silver  78,286 

Gold  187 

Zinc  4,016 

Lead  2,811 

Copper  138 

 57  57 

1977 Silver  236,725 

Gold  560 

Zinc  15,681 

Lead  11,541 

Copper  484 

 148  148 
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1976 Silver  255,791 

Gold  746 

Zinc  12,759 

Lead  8,842 

Copper  245 

 152  152 

1975 Silver  189,386 

Gold  218 

Zinc  4,523 

Lead  4,352 

 133  133 

1974 Silver  307,267 

Gold  622 

Zinc  10,055 

Lead  4,150 

 209  209 

1973 Silver  213,647 

Gold  373 

Lead  6,911 

Zinc  5,322 

 111  111 

1971 Silver  387,543 

Gold  591 

Lead  11,880 

Zinc  9,918 

Copper  207 

Cadmium  42 

 363  236 

1970 Silver  263,007 

Gold  529 

Zinc  9,985 

Lead  6,501 

Copper  544 

Cadmium  123 

 862  441 

1969 Silver  866,623 

Gold  1,369 

Lead  27,408 

Zinc  24,054 

Cadmium  78 

 953  802 

1968 Silver  841,087 

Gold  1,555 

Zinc  22,422 

Lead  20,242 

Cadmium  101 

 690  538 

1967 Silver  510,556 

Gold  995 

Lead  16,739 

Zinc  13,996 

 368  368 

1965 Silver  268,326 

Gold  467 

Zinc  15,319 

Lead  10,335 

 85  85 

1963 Silver  74,803 

Gold  156 

Zinc  7,031 

Lead  1,795 

 24  24 

Page 2 of 5Wednesday, October 29, 2025 093M  049MINFILE  Number:



Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1962 Silver  246,709 

Gold  280 

Lead  5,809 

Zinc  4,166 

 47  47 

1960 Silver  161,984 

Gold  187 

Zinc  5,582 

Lead  5,181 

Copper  334 

 34  34 

1959 Silver  138,377 

Gold  156 

Zinc  6,297 

Lead  5,195 

Copper  197 

Cadmium  36 

 16  16 

1958 Silver  5,547,127 

Gold  8,305 

Zinc  483,399 

Lead  223,184 

Copper  8,091 

Cadmium  7,605 

 4,576  4,576 

1957 Silver  23,177,178 

Gold  33,218 

Lead  1,481,680 

Zinc  914,358 

Copper  39,700 

Cadmium  9,790 

 19,738  19,738 

1956 Silver  16,963,576 

Gold  24,945 

Zinc  753,906 

Lead  594,057 

Copper  28,414 

Cadmium  9,573 

 12,485  12,485 

1955 Silver  11,265,382 

Gold  19,968 

Zinc  697,555 

Lead  409,126 

Copper  22,142 

Cadmium  8,754 

 12,392  9,115 

1954 Silver  29,764,700 

Gold  65,161 

Zinc  1,662,845 

Lead  960,478 

Copper  62,367 

Cadmium  22,657 

 19,394  19,394 

1953 Silver  27,095,845 

Gold  56,017 

Zinc  1,445,664 

Lead  787,317 

Copper  39,787 

Cadmium  18,115 

 28,569  19,558 
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1952 Silver  28,230,514 

Gold  54,430 

Zinc  1,519,990 

Lead  743,220 

Cadmium  21,310 

 18,169  18,954 

1951 Silver  27,123,433 

Gold  47,152 

Zinc  1,350,560 

Lead  837,302 

Cadmium  19,049 

 18,922  18,922 

1950 Silver  27,912,454 

Gold  60,900 

Zinc  1,559,896 

Lead  790,063 

Cadmium  20,171 

 26,963  7,818 

1949 Silver  11,784,553 

Gold  39,408 

Zinc  789,164 

Lead  273,947 

Cadmium  8,259 

 20,895  15,890 

1948 Silver  1,448,125 

Gold  6,065 

Zinc  115,880 

Lead  28,488 

Cadmium  1,028 

 3,972  3,214 

1922 Silver  628,001 

Gold  1,400 

Lead  14,052 

Zinc  9,558 

 816  816 

1921 Silver  113,246 

Gold  249 

Zinc  5,244 

Lead  2,236 

 26  26 

1920 Silver  3,204,231 

Gold  6,780 

Zinc  205,709 

Lead  85,950 

 3,629  3,629 

1919 Silver  2,220,536 

Gold  4,292 

Zinc  101,849 

Lead  79,351 

 2,908  2,908 

1918 Silver  1,932,149 

Gold  4,417 

Zinc  134,885 

Lead  50,289 

 3,175  3,175 

1917 Silver  1,884,220 

Gold  4,386 

Zinc  165,151 

Lead  55,856 

 609  609 
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1916 Silver  2,713,426 

Gold  3,919 

Zinc  76,483 

Lead  46,531 

 780  780 

1915 Silver  830,419 

Gold  1,275 

Lead  24,892 

 140  140 

1914 Silver  3,792,824 

Gold  6,221 

Lead  127,927 

 668  668 

1913 Silver  1,208,009 

Gold  1,835 

Lead  61,213 

 256  256 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  237,387,811 grams  7,632,195 ounces

Gold  464,632 grams  14,938 ounces

Zinc  12,283,325 kilograms  27,080,096 pounds

Lead  7,957,686 kilograms  17,543,695 pounds

Copper  202,650 kilograms  446,767 pounds

Cadmium  146,767 kilograms  323,566 pounds

 205,056  226,035 

 167,794  184,961 

tonnes

tonnes

tons

tons

MINFILE  Number: 093M  049 Name: SILVER STANDARD (L. 2262) Status: Past Producer

1989 Custom ore.

1988 Custom ore.

Comments:

Page 5 of 5Wednesday, October 29, 2025 093M  049MINFILE  Number:


