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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1983

Assay/analysis                

Rock

Lead 12.6 %

Zinc 1.49 %

Silver 166.6 g/t

three samples (F-4-1 to F-4-3) yielded from 5.61 to 

12.6 per cent lead, 0.52 to 1.49 per cent zinc and 93.0 

to 166.6 grams per tonne silver

Thomson, G.R. (2009-06-09): Technical Report on the 

American Boy - Mohawk Claim Group

N

SAMPLE

1940

Assay/analysis                

Channel

Silver 297.6000 g/t

Lead 1.2200 %

Antimony 0.4700 %

Zinc 2.2900 %

Gold 0.3 g/t

A 25-centimetre channel sample.

Geological Survey of Canada Memoir 223, page 40.

N
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