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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Rock

Gold 1.30 g/t

Silver 2566 g/t

Lead 11.08 %

Zinc 18.94 %

Copper 1.00 %

Hanson, J. (2018-04-03): National Instrument 43-101 

Technical Report on the Cobalt Mountain PropertyN

SAMPLE

1954

Assay/analysis                

Chip

Silver 3802.4000 g/t

Gold 1.0000 g/t

Copper 1.9100 %

Lead 17.2700 %

Zinc 28.4000 %

Composite sample taken from 30 bags of selected ore 

from the upper adit.

Geological Survey of Canada Memoir 223 (1954), page 

35.
N

Monday, June 2, 2025 Page 1 of 1093M  066MINFILE  Number:


