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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2014

Assay/analysis                

Grab

Gold 0.342 g/t a grab sample (RX398029) of brecciated siltstone with 

disseminated sulphides from the Atna occurrence area

Assessment Report 35139
N

FLOAT

2013

Assay/analysis                

Grab

Copper 0.438 %

Molybdenum 0.013 %

a float boulder sample (RX397314) of potassic altered 

granodiorite with quartz-sulphide veins, located 

approximately 800 metres to the north west of the 

plotted location of the occurrence

Assessment Report 35139

N

TRENCHES

1967

Assay/analysis                

Trench

Molybdenum 0.02 %

Copper 0.015 %

bulk sampling of three trenches on the Utah showing

Property File 812847

N
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