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Comments

SOUTHWEST

2014

Assay/analysis                

Grab

Gold 0.078 g/t

Silver 5.1 g/t

Molybdenum 0.075 %

Copper 0.167 %

a grab sample (RX399271) from a 2 metre wide quartz 

vein with clots and stringers of pyrite, chalcopyrite and 

molybdenite, taken approximately 2.3 kilometres to the 

south west of the plotted location of the occurrence, 

while a nearby sample (RX399272) of 

quartz-pyrite-molybdenum-chalcopyrite-potassium 

feldspar veining and stockworks, up to 20 centimetres 

thick, in potassium feldspar and biotite altered 

monzonite with malachite and azurite staining yielded 

0.144 per cent molybdenum
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