
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093M  137 BEAR HILL Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2016

Assay/analysis                

Grab

Copper 0.588 %

Silver 45.8 g/t Assessment Report 36496, sample 1043551.

N

WEST

2016

Assay/analysis                

Grab

Copper 2.55 %

Silver 334 g/t

Grab sample was from a malachite-stained subcrop.

Assessment Report 36496, sample 1043552.

N

WEST

2010

Assay/analysis                

Grab

Copper 1.29 %

Silver 389 g/t

Collected approximately 200 metres south of the West 

showing.

Assessment Report 32026.
N

MAIN

2010

Assay/analysis                

Chip

Copper 1.06 %

Silver 182 g/t

Chip sample was over 2 metres.

Assessment Report 32026.

N

MAIN

2010

Assay/analysis                

Grab

Barite 0.33 %

Copper 0.45 %

Silver 35.1 g/t

Assessment Report 32026.

N

SAMPLE

1982

Assay/analysis                

Chip

Silver 117.0000 g/t

Barite 5.4000 %

Copper 0.7300 %

A 5-metre chip sample.  Grade is for barium.

Assessment Report 10791.

N
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