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DRILLHOLE

2018

Assay/analysis                

Drill Core

Silver 16.1 g/t

Copper 0.05 %

Zinc 0.10 %

Hole SV18-06 intercepted multiple horizons of 

mineralization over the entire length of the hole with 

153.4 metres yielding 16.1 grams per tonne silver, 0.05 

per cent copper and 0.10 per cent zinc.

Farrell, L. (2021-01-20): National Instrument 43-101 

Technical Report, 2020 Update on the Silver Vista 

Property, Omineca Mining Division, British Columbia

N

DRILLHOLE

1995

Assay/analysis                

Drill Core

Silver 35.0000 g/t

Copper 0.1900 %

Over 33 metres.

P. Wojdak, personal communication, 1995.

N
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