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Comments

VEIN

2010

Assay/analysis                

Chip

Silver 100 g/t

Lead 1 %

Zinc 1 %

From a 35 centimetre chip sample.  Values indicate 

maximum limit of analytical method.  Accurate values 

were not reported.

Assessment Report 31755.
N

VEIN

2009

Assay/analysis                

Rock

Silver 55.9 g/t a sample (441090) from a quartz vein paralleling the 

upper contact of the sill

Thomson, G.R. (2009-10-15): Technical Report on the 

KM Property
N

FLOAT

2009

Assay/analysis                

Grab

Silver 300 g/t

Copper 2.63 %

Gold 10.28 g/t

a float boulder sample of quartz feldspar porphyry, 

taken to the south west

Thomson, G.R. (2009-10-15): Technical Report on the 

KM Property
N
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