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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2016

Assay/analysis                

Rock

Gold 1777 g/t

Silver 3560 g/t

sample 16GE2002

Assessment Report 37155

N

ROCK

1983

Assay/analysis                

Chip

Silver 0.6200 g/t

Gold 5.7300 g/t

A wallrock (silicified and carbonitized basalt) over 1 

metre.  This sample also contained trace copper.

Assessment Report 12130.
N

VEIN

1983

Assay/analysis                

Chip

Silver 16.8000 g/t

Gold 29.6000 g/t

Copper 0.5900 %

A chip sample over a 1-metre interval from the centre of 

the vein.

Assessment Report 12130.
N
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