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MINFILE Number: Status:Name:093N  034 BOB Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1942

Assay/analysis                

Grab

Chromium 20.5000 % Value is an average of two composite grab samples of 

chromite mineralization.

Geological Survey of Canada Memoir 252, page 190.
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