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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Drill Core

Gold 0.95 g/t

Copper 0.1104 %

0.95 gram per tonne gold over 3.04 metres, and 0.1104 

per cent copper over 29.2 metres in drill hole 

JTM06-04

Assessment Report 28944
N

SAMPLE

1989

Assay/analysis                

Grab

Silver 1566.8600 g/t

Gold 25.8500 g/t

Copper 0.3800 %

Lead 6.7000 %

Zinc 1.2200 %

Grab sample of mineralized quartz veining from the 

Perretts Cliff showing.

Assessment Report 20004, page iii; Certificates of 

Assay, Appendix V.
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