MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 093N 066 Name: BISHOP Status: Developed Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
TOTAL 7,720 kt Copper 0.64 % Measured plus Indicated resources.
Combined Gold 0.07 g/t Press Release - Eastfield Resources Ltd., October 29,
1998 Y 2003.
TOTAL 2,870 kt Copper 0.62 % Resources.
Inferred Gold 0.05 g/t Press Release - Eastfield Resources Ltd., October 29,
1998 % 2003.
SAMPLE Gold 0.3300 g/t Chip sample across eight metres.
Assay/analysis Copper 0.71 % Assessment Report 21992, page 20.
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