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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

1990

Assay/analysis                

Drill Core

Gold 6.4000 g/t

Copper 0.0980 %

From a 6-metre drill interval.

Assessment Report 20943.

N

MAIN

1990

Assay/analysis                

Rock

Gold 1.78 g/t

Silver 6.1 g/t

Copper 0.921 %

Molybdenum 0.014 %

rock chip sampling (111015, 111016 and 113045) of the 

Aplite Creek zone area

Assessment Report 20943
N

MAIN

1984

Assay/analysis                

Rock

Gold 1.50 g/t

Copper 1.145 %

Rock samples from the Aplite Creek zone yielded 

values of up to 1.50 grams per tonne gold (sample 

821016) and 1.145 per cent copper (sample 823038?) 

from a zone of potassic-quartz-carbonate-pyrite altered 

volcanics.

Assessment Report 13342.

N

JUNCTION

1984

Assay/analysis                

Rock

Gold 0.255 g/t

Silver 2.2 g/t

Copper 0.09 %

Samples (822017 and 822025) from the Junction zone 

to the northeast.

Assessment Report 13342
N

MAIN

1983

Assay/analysis                

Rock

Gold 9.45 g/t

Copper 0.660 % Assessment Report 20943

N

MAIN

1983

Assay/analysis                

Chip

Copper 0.850 %

Gold 0.800 g/t

Silver 11.2 g/t

Two 1.0 metre composite chip samples (23159 and 

23161) from a 5-metre wide mineralized zone at the 

Aplite Creek occurrence.

Assessment Report 12149
N

NORTHEAST

1983

Assay/analysis                

Rock

Copper 0.120 %

Silver 3.2 g/t

Gold 0.295 g/t

Sample (23162), taken to the north east of the main 

zone.

Assessment Report 12149
N
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