
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093N  140 SKOOK Prospect

Ore Zone/
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Comments

MAIN

2010

Assay/analysis                

Grab

Copper 0.781 %

Lead 0.107 %

Silver 43.6 g/t

Zinc 1 %

Gold 2.881 g/t

Three samples (CH-006 through CH-008) of 

mineralized quartz veins from the CL II zone yielded 

values from 0.081 to 0.781 per cent copper, 0.015 to 

0.107 per cent lead, 6.0 to 43.6 grams per tonne silver, 

0.036 to 2.881 grams per tonne gold and all with greater 

than 1.00 per cent zinc.

Assessment Report 31649

N

SOUTH

2010

Assay/analysis                

Grab

Zinc 0.302 %

Silver 93.2 g/t

Gold 5.707 g/t

Four samples (CH-0009 through CH-0012) of 

mineralized quartz veins from the South zone yielded 

from 0.011 to 0.302 per cent zinc, 17.2 to 93.2 grams 

per tonne silver and 1.484 to 5.707 grams per tonne 

gold.

Assessment Report 31649

N

MAIN

1994

Assay/analysis                

Trench

Gold 2.79 g/t

Silver 39.8 g/t

0.48 gram per tonne gold, 5.6 grams per tonne silver and 

0.24 per cent copper over 7 metres and 2.79 grams per 

tonne gold with 39.8 grams per tonne silver over 0.5 

metre in trench S-1.

Assessment Report 24172

N

MAIN

1994

Assay/analysis                

Trench

Gold 1.48 g/t

Silver 31.3 g/t

Lead 1.69 %

Zinc 0.12 %

Over 0.25 metre in trench S-7.

Assessment Report 24172

N

MAIN

1994

Assay/analysis                

Trench

Copper 0.191 %

Zinc 3.03 %

Silver 9.2 g/t

0.191 per cent copper, 3.03 per cent zinc and 9.2 grams 

per tonne silver over 0.45 metre and 1.97 grams per 

tonne gold over 0.15 metre in trench S-5.

Assessment Report 24172
N

NORTHWEST

1991

Assay/analysis                

Drill Core

Gold 3 g/t A drill hole (SK91-04), located approximately 300 

metres north- north west of the CL II zone is reported 

to have ended in a silicified and pyritized breccia zone, 

intercept assay is over 2.0 metres.

Assessment Report 21820

N

MAIN

1991

Assay/analysis                

Grab

Lead 0.11 %

Gold 0.34 g/t

Grab sample (135004) from the CL II zone.

Assessment Report 21820

N

SOUTH

1991

Assay/analysis                

Chip

Silver 11.7000 g/t

Gold 0.0220 g/t

Copper 0.4900 %

Zinc 0.5000 %

From a 1-metre chip sample at the South zone.

Assessment Report 21820.

N

SOUTH

1988

Assay/analysis                

Chip

Gold 4.3 g/t

Silver 53 g/t

A 1 metre chip sample from the South zone.

Assessment Report 18073

N
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MAIN

1988

Assay/analysis                

Grab

Silver 16.6000 g/t

Gold 13.4000 g/t

Zinc 2.3000 %

A grab sample from the CL II zone.

Assessment Report 18073.

N

MAIN

1988

Assay/analysis                

Chip

Gold 2.75 g/t

Silver 6.4 g/t

A 1 metre chip sample from CL II zone.

Assessment Report 18073

N
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