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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

1980

Assay/analysis                

Grab

Molybdenum 0.025 % a float boulder sample (80790) of biotite-quartz 

monzonite with disseminated molybdenite assayed 

0.025 per cent molybdenum
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SAMPLE

1980

Assay/analysis                

Rock

Molybdenum 0.007 % two samples (73801 and 73802) from zones of minor 

molybdenite mineralization in an alaskite (leucogranite?) 

from a hill to the south east of the Hal occurrence
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