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Assay/analysis                

Chip

Copper 2.1300 % Sample (55003) was a chip across a 46-centimetre wide 

malachite- stained quartz vein.

Assessment Report 21713, page 10.
N

Sunday, April 19, 2026 Page 1 of 1093N  171MINFILE  Number:


