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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1982

Assay/analysis                

Chip

Niobium 0.1900 %

Zirconium 0.1800 %

A 120-metre sample. Assays are 0.19 per cent Nb2O5 

and 0.18 per cent zirconium.
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N

SAMPLE

1974

Assay/analysis                

Chip

Titanium 0.15 %

Lanthanum 0.05 %

Neodymium 0.03 %

Sample 1 assayed 0.15 per cent titanium dioxide, 0.05 

per cent lanthanum and 0.03 per cent neodymium

Geology, Exploration and Mining in British Columbia 

1974
N

Friday, July 11, 2025 Page 1 of 1093N  174MINFILE  Number:


