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Commodity Grade Reference/

Comments

DRILLHOLE

2018

Assay/analysis                

Drill Core

Gold 3.66 g/t

Silver 321 g/t

Lead 1.76 %

Zinc 2.38 %

Across 2.5 metres from 54.0-56.5 metres in drillhole 

G18-01.

Press Release - Canex Metals Inc., January 7, 2019.
N

TRENCH

2017

Assay/analysis                

Trench

Gold 1.63 g/t

Silver 176 g/t

Trench 1 which encountered 4.0 grams per tonne (g/t) 

gold equivalent (Au Eq with 1.63 g/t gold and 176 g/t 

silver) over 12 metres, including 24.1 g/t Au Eq (5.3 g/t 

gold and 1380 g/t silver) over 1 metre, and a second 

zone of 5.9 g/t Au Eq (4.7 g/t gold and 90.5 g/t silver) 

over 3 metres including 10.7 g/t Au Eq (10 g/t gold and 

49.5 g/t silver) over 1 metre.

Assessment Report 37285.

N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Silver 224.3000 g/t

Gold 4.3400 g/t

Lead 0.9000 %

Zinc 0.6000 %

From a 9.18-metre drill interval.

Assessment Report 21762, page 11.
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