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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Rock

Cerium 0.2700 %

Lanthanum 0.1300 %

Neodymium 0.1000 %

Thorium 0.1300 %

Sample of aegirine-augite monzodiorite for thorium 

value.  Sample of altered rock for rare-earth values.

Property File - Halleran, 1989; Assessment Report 

17872.
N

Wednesday, December 24, 2025 Page 1 of 1093N  201MINFILE  Number:


