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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Grab

Gold 0.24 g/t

Copper 0.221 %

Lead 0.735 %

Zinc 1 %

Samples CH073 and CH074.

Assessment Report 33403

N

SAMPLE

2010

Assay/analysis                

Grab

Copper 1 %

Lead 1 %

Zinc 1 %

Silver 69.8 g/t

Gold 1.083 g/t

Seven samples (CH-0015 through CH-0021) of 

mineralized quartz vein from the Rig Breccia zone 

yielded from 0.007 to greater than 1.00 per cent copper, 

0.021 to greater than 1.00 per cent lead, 0.518 to greater 

than 1.00 per zinc, 1.1 to 69.8 grams per tonne silver 

and 0.049 to 1.083 grams per tonne gold.

Assessment Report 31649

N

SAMPLE

1991

Assay/analysis                

Chip

Silver 2.5000 g/t

Gold 0.1100 g/t

Copper 0.1200 %

Lead 0.0300 %

Zinc 0.6100 %

A chip sample taken over 3 metres.

Assessment Report 21820.

N

SAMPLE

1988

Assay/analysis                

Grab

Zinc 2.0 %

Silver 21.8 g/t

Gold 0.300 g/t

Samples (CL84 and CL86) from the Rig Breccia zone.

Assessment Report 18073

N
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