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C

2020

Assay/analysis                

Rock

Copper 1.95 %

Silver 15 g/t

Gold 2.88 g/t

Twenty-one rock samples from the Coho zone yielded 

an average of 1.95 per cent copper, 2.88 grams per 

tonne gold and 15 grams per tonne silver with ranges of 

0.0309 to 10.25 per cent copper, 0.006 to 16.15 grams 

per tonne gold and 0.3 to 66.7 grams per tonne silver. 

Three of the ‘higher’ grade gold samples, yielding 7.57 

to 16.15 grams per tonne gold, were from 

pyrite-chalcopyrite and galena-chalcopyrite bearing 

quartz veins.

Bravewolf Consulting (2021-07-07): NI 43-101 

Technical Report on the Chuchi South Project, Central 

British Columbia

N

C

2017

Assay/analysis                

Grab

Copper 0.927 %

Silver 24.2 g/t

Lead 0.668 %

Float samples (CH17200 and CH17206) of the 

intrusive and metavolcanic from the Coho zone yielded 

0.927 and 0.465 per cent copper, 11.1 and 24.2 grams 

per tonne silver with 0.080 and 0.668 per cent lead, 

respectively.

Assessment Report 36951

N

Sunday, August 3, 2025 Page 1 of 1093N  209MINFILE  Number:


