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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1999

Assay/analysis                

Channel

Silver 16.1000 g/t

Gold 0.4000 g/t

Copper 2.6800 %

A 1.6-metre channel sample at the north MacKenzie 

showing.

Property File - Page, J.W., 1999, Lysander Minerals 

Corp.
N

SAMPLE

1999

Assay/analysis                

Rock

Copper 20.75 %

Silver 127.6 g/t

Sample from a 1-metre wide massive chalcopyrite lens 

dipping into the creek bank

Property File - Page, J.W., 1999
N
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