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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

EAST

1991

Assay/analysis                

Grab

Gold 0.244 g/t a grab sample (TR-91-R70) of polylithic volcanic 

breccia fracture coatings and micro-veinlets of pyrite, 

located approximately 600 metres east of the main 

mineralized zone

Assessment Report 22372

N

NORTHEAST

1991

Assay/analysis                

Rock

Copper 0.13 % a rock sample (MPK-91-13) of hornblende basalt with 

weak malachite staining from a north east trending ridge 

located on the Plug 2 claim, approximately 3 kilometres 

to the north east of the Loop Northeast occurrence

Assessment Report 22079

N

SAMPLE

1991

Assay/analysis                

Grab

Copper 0.769 %

Silver 13.4 g/t

Gold 0.09 g/t

grab sample TR-91-R73

Assessment Report 22372

N

FLOAT

1987

Assay/analysis                

Grab

Copper 0.503 %

Silver 4.6 g/t

a talus sample (TG-166-R) of malachite-stained 

andesite porphyry, located on the ridge immediately 

east of the occurrence

Assessment Report 16759
N

FLOAT

1986

Assay/analysis                

Grab

Copper 0.944 %

Silver 7.3 g/t

Gold 0.385 g/t

Four float samples from the TRN grid yielded values 

from 0.259 to 0.944 per cent copper, 0.1 to 7.3 grams 

per tonne silver and 0.008 to 0.385 gram per tonne gold

Assessment Report 15319
N
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