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SAMPLE

2013

Assay/analysis                

Rock

Copper 2.99 %

Silver 36.8 g/t

Gold 0.227 g/t

A rock sample (052) of bornite-chrysocolla fin 

silica-clay altered volcanics.

Assessment Report 34717
N

SAMPLE

2013

Assay/analysis                

Rock

Copper 5.78 %

Zinc 6.03 %

Silver 5 g/t

Gold 1.42 g/t

A sample from a late barite vein with bornite and 

sphalerite in a mafic dike(?).

Assessment Report 34717
N

SAMPLE

2007

Assay/analysis                

Rock

Copper 1.77 %

Silver 16.4 g/t

Gold 0.95 g/t

A sample (96568) from the Slide zone.

Assessment Report 30053

N

SAMPLE

1989

Assay/analysis                

Rock

Copper 3.34 %

Silver 56.6 g/t

Gold 3.62 g/t

A sample (2631) of chalcocite-antlerite-bornite in 

volcanic breccia.

Assessment Report 19748
N
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