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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2005

Assay/analysis                

Chip

Lead 7.4 %

Zinc 1.6 %

Silver 1.2 g/t

Representative chip sample (19753) from a mineralized 

(galena, sphalerite) crystallized dolomite mosaic breccia.

Assessment Report 28060.
N

ROBB LAKE

1984

Measured

Zinc 7.1100 % Grade is combined lead-zinc over a minimum mining 

width of 2.4 metres and a cutoff grade of 5 per cent.

Consolidated Barrier Reef Resources Ltd. Circular, 

November 29, 1984.
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