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Comments

WEST

1993

Assay/analysis                

Chip

Lead 12 % A chip sample (404-S) from a massive galena pod, lead 

value was greater than 12.00 per cent.

Assessment Report 23174.
N

WEST

1993

Assay/analysis                

Chip

Lead 3.40 %

Zinc 0.25 %

A sample (404-B) from a 0.65-metre-wide galena bed 

with calcite and hydrozincite.

Assessment Report 23174.
N

TRENCH

1977

Assay/analysis                

Rock

Zinc 51.4 % A sample (SM-77-2) of travertine lying on top of 

trench 1. The sample also assayed 0.178 per cent 

cadmium.

Assessment Report 8667.
N

TRENCH

1974

Assay/analysis                

Chip

Zinc 3.1000 % From a 4-metre chip sample of brecciated dolomite.

Assessment Report 5246.

N

SAMPLE

1972

Assay/analysis                

Rock

Lead 0.240 %

Zinc 0.480 %

Samples yielded values of up to 0.240 per cent lead and 

0.480 per cent zinc.

Assessment Report 4141.
N
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