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SAMPLE

2018

Assay/analysis                

Grab

Copper 0.47 %

Gold 0.057 g/t

Sample 18047 of a magnetite-pyrite vein with minor 

chalcopyrite, malachite and azurite. A rock sample 

(18277) about 100 metres south of sample 18047 

assayed 2.09 per cent copper and 0.023 gram per tonne 

gold.

Assessment Report 37830.
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