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C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  094C 099 Name: MAT 1 Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
NO. 1 Silver 100 g/t A rock sample (35931) from the No. 1 vein.
Assay/analysis CoPper 0.17 % Vanderwart Consulting Inc. (2021-07-12): Technical
2020 N Rock Zine 036 ZA’ Report on the Thane Copper-Gold Project, Omineca
Lead 0.26 % Mining Division, British Columbia, Canada
VEIN Silver 1220 g/t The average values of ten samples.
Assay/analysis Copper 0.51 % Assessment Report 21865.
N Grab Lead 1.79 %
1991 Zinc 259 %
SAMPLE Silver 400.0000 g/t A 34-centimetre chip sample.
Assay/analysis Assessment Report 14192.
1982 N Chip
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