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Comments

SAMPLE

2019

Assay/analysis                

Grab

Copper 0.312 % Sample DMI19-24-3b.

Fieldwork 2019, page 44.

N

SOUTHEAST

2012

Assay/analysis                

Grab

Copper 0.58 % A grab sample (23971), taken approximately 150 

metres southeast of the occurrence.

Assessment Report 34124.
N

SAMPLE

1998

Assay/analysis                

Rock

Lead 1 %

Silver 155 g/t

Rock sample SR-009.

Assessment Report 25856 and 27730.

N

EAST

1992

Assay/analysis                

Chip

Copper 2.4 %

Gold 0.10 g/t

A panel sample (12203) over a 2 by 2 metre area of 

pyroxenite with malachite-limonite staining, taken 

several hundred metres east of the occurrence.

Assessment Report 22860.
N

SAMPLE

1992

Assay/analysis                

Grab

Silver 6.0000 g/t

Copper 2.1300 %

A sample of the mineralized material.

Open File 1993-2, Map Number 18.

N

SAMPLE

1992

Assay/analysis                

Rock

Copper 2.7 %

Gold 4.07 g/t

Silver 79 g/t

A select rock sample (12360) from flat-lying quartz 

veins mineralized with chalcopyrite and tetrahedrite.

Assessment Report 22860.
N

VEIN

1981

Assay/analysis                

Rock

Copper 1.87 %

Lead 0.63 %

Silver 135.6 g/t

A rock sample (R3109) from a 5-centimetre-wide 

quartz vein with galena, chalcopyrite and pyrite.

Assessment Report 10436.
N
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