
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:094C  187 PINNACLE (CATHEDRAL) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2022

Assay/analysis                

Drill Core

Copper 0.08 %

Silver 1.1 g/t

Gold 0.18 g/t

Molybdenum 0.0019 %

2021 DDH TH21-9: 2.77 metre intercept from 115.49 

to 118.26 metres downhole

Assessment Report 40622
Y

DRILLHOLE

2022

Assay/analysis                

Drill Core

Copper 0.12 %

Silver 1.19 g/t

Gold 0.97 g/t

Molybdenum 0.0004 %

2021 DDH TH21-9: 1.22 metre intercept from 42.78 to 

44 metres downhole

Assessment Report 40622
Y

SAMPLE

2022

Assay/analysis                

Grab

Copper 1.345 %

Silver 12.2 g/t

Gold 0.336 g/t

2021 rock sample 3271 from  a mineralized diorite 

outcrop

Assessment Report 40622
Y

SAMPLE

2020

Assay/analysis                

Rock

Gold 13.0 g/t A rock sample (1255) from the Pinnacle occurrence 

area.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada

N

SHOWING

2013

Assay/analysis                

Rock

Copper 0.1 %

Gold 3.6 g/t

Silver 2.8 g/t

Rock sample #1926.

Assessment Report 34793.

N
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