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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

PORPHYRY

2018

Assay/analysis                

Rock

Silver 0.8 g/t

Copper 0.0441 %

Sample 18lo-18-6.

Fieldwork 2018, page 51.
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