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SAMPLE

2020

Assay/analysis                

Chip

Copper 3.60 %

Molybdenum 0.018 %

Silver 7.1 g/t

Gold 0.555 g/t

A chip sample (2255) from the Arc zone assayed 3.60 

per cent copper, 0.018 per cent molybdenum, 7.1 grams 

per tonne silver and 0.555 gram per tonne gold, while a 

rock sample (35935) assayed 2.02 per cent copper and 

1.09 grams per tonne gold.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada
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