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DRILLHOLE

2022

Assay/analysis                

Drill Core

Copper 0.13 %

Gold 0.03 g/t

Silver 0.3 g/t

Molybdenum 0.00041 %

2021 DDH TH21-7: 24.5 metre intercept from 70 to 

94.5 metres  downhole; including 2.5 metres grading 

0.84 per cent copper, 0.2 gram per tonne gold and 2.0 

grams per tonne silver

Assessment Report 40622

Y

MAIN

2020

Assay/analysis                

Chip

Gold 3.93 g/t

Silver 3.8 g/t

A chip sample (2306) from the Gully occurrence 

assayed 3.93 grams per tonne gold and 3.8 grams per 

tonne silver over 1.50 metres, while a rock sample from 

the occurrence yielded 3.02 per cent copper and 5.09 

grams per tonne gold.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada.

N

SOUTHWEST

2020

Assay/analysis                

Rock

Copper 4.51 %

Gold 0.115 g/t

A rock sample taken approximately 750 metres to the 

southwest of the main Gully zone.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada.

N
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