
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:094C  209 OOTES Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

2020

Assay/analysis                

Rock

Copper 1.92 %

Gold 0.462 g/t

Samples taken from two locations, approximately 750 

and 1200 metres north of the Ootes occurrence area, 

yielded values of up to 0.532 and 1.92 per cent copper 

with 0.710 and 0.462 gram per tonne gold, respectively.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada

N

SAMPLE

2020

Assay/analysis                

Rock

Copper 3.26 %

Gold 77.80 g/t

Five samples, collected over a several hundred metre 

square area, yielded from 1.48 to 3.26 per cent copper 

and 0.003 to 77.80 grams per tonne gold.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada

N

VEIN

2018

Assay/analysis                

Rock

Copper 0.90 %

Gold 3.33 g/t

A sample from the Ootes vein.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada
N
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