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Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Copper 0.999 % Sample 19GJ19-5, a maroon, matrix-supported, 

poorly-sorted pebble conglomerate or agglomerate with 

quartz veining and malachite staining.
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