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SAMPLE

1991

Assay/analysis                

Grab

Gold 0.2940 g/t

Copper 0.2296 %

Sample (86820) of a quartz stringer cutting altered 

andesite.

Assessment Report 21502.

VEIN

1984

Assay/analysis                

Grab

Silver 1.8200 g/t

Gold 0.1960 g/t Assessment Report 13580.

Saturday, February 28, 2026 Page 1 of 1094D  141MINFILE  Number:


