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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2021

Assay/analysis                

Grab

Copper 0.466 %

Gold 0.293 g/t

A grab sample (D704047) of malachite-stained quartz 

vein.

Assessment Report 40029.
N

SAMPLE

2015

Assay/analysis                

Rock

Copper 1.12 %

Gold 0.459 g/t

Best results from sampling; sample R203478.

Assessment Report 35565.

N

SAMPLE

1997

Assay/analysis                

Grab

Copper 0.3500 % A grab sample of stained material taken in 1997.

Open File 2001-2.

N
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