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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1997

Assay/analysis                

Chip

Copper 2.8 %

Silver 124.9 g/t

Chip sample over 1.0 metre.

Assessment Report 25270, Figure 10.

N

SAMPLE

1997

Assay/analysis                

Grab

Copper 10.6 %

Silver 200 g/t

Gold 1 g/t

Sample # 136898, silver is greater than 200 grams per 

tonne.

Assessment Report 25270, page 22.
N

SAMPLE

1996

Assay/analysis                

Grab

Gold 17.63 g/t

Silver 1066 g/t

Copper 6.16 %

Boulder sample WR96-12. Other in situ samples were 

less significant.

Assessment Report 24882, Figures 5a, b, and c.
N
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