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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Grab

Gold 3.72 g/t

Silver 152 g/t

Grab sample 121511.

Assessment Report 27230

N

SAMPLE

1973

Assay/analysis                

Chip

Copper 0.10 %

Molybdenum 0.154 %

Chip samples (31-1 and 31-2) assayed 0.13 and 0.10 

per cent copper with 0.010 and 0.154 per cent 

molybdenum over 2.7 and 7.5 metres, respectively.

Assessment Report 4870
N

SAMPLE

1968

Assay/analysis                

Chip

Copper 1.3000 %

Molybdenum 0.0100 %

Chip sample over 1.22 metres from the eastern side of 

the pit.

Assessment Report 1802.
N
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