
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:094E  008 PILLAR Showing
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Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1969

Assay/analysis                

Chip

Copper 0.11 % A rock chip sample 2131.

Property File - Cordilleran Engineering Ltd. 

(1969-08-11): Geochemical Lab Report and Sample 

Tags - No. 29-251 - Pillar Claim
N

SAMPLE

1968

Assay/analysis                

Rock

Copper 0.056 % Rock sample (PR-7) of fractured and sheared andesite 

with pyrite from a shear zone.

Property File - Cordilleran Engineering Ltd. 

(1968-08-28): Report on Follow-Up Geochemical 

Surveys in the Toodoggone River Area

N
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