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B

1988

Indicated

Silver 176.8800 g/t

Gold 19.5300 g/t

About 9978 tonnes of ore of greater than 17 grams per 

tonne gold has been mined (T. Schroeter, personal 

communication, 1992).  Additional was mined in 1996 

and 1997.

George Cross News Letter No. 213 (November 4), 

1988.
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