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SAMPLE

1988

Assay/analysis                

Grab

Silver 34.0 g/t Sample DM-53 of a 20-centimetre-wide quartz-calcite 

vein hosted within brecciated tuff.

Assessment Report 18465.
N

SAMPLE

1976

Assay/analysis                

Chip

Silver 21.9400 g/t

Copper 0.3800 %

The chip sample was collected over 3.7 metres.

Property File - Jimo File, Map 6.
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