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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2022

Assay/analysis                

Drill Core

Copper 0.09 %

Gold 0.13 g/t

DDH JP21002: 153 metre intersection

Assessment Report 40024

Y

SAMPLE

2018

Assay/analysis                

Rock

Gold 0.514 g/t Six rock samples (743355 to 743360) from the area 

assayed from 0.152 to 0.514 gram per tonne gold.

Assessment Report 38201.
N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Copper 0.124 %

Gold 0.424 g/t

A 16-metre intersection.

Assessment Report 33802.

N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Gold 3.335 g/t

Copper 0.067 %

Over 7.00 metres in hole MEX12-009.

Assessment Report 33802.

N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Gold 0.856 g/t

Copper 0.076 %

Over 4.00 metres in hole MEX12-010.

Assessment Report 33802.

N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Gold 0.119 g/t

Copper 0.315 %

Over 4.00 metres in hole MEX12-011.

Assessment Report 33802.

N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Gold 0.236 g/t

Copper 0.160 %

Over 8.00 metres in hole MEX12-012.

Assessment Report 33802.

N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.269 g/t

Copper 0.100 %

Over 132.3 metres; 0.241 per cent copper with 0.183 

gram per tonne gold over 87.5 metres in hole 

MEX11-01.

Assessment Report 33018.
N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 0.406 g/t Over 35.0 metres in hole MEX11-02.

Assessment Report 33018.

N

DRILLHOLE

2004

Assay/analysis                

Drill Core

Copper 0.180 %

Gold 0.367 g/t

Over 32.0 metres; 0.048 per cent copper with 1.745 

grams per tonne gold over 7.4 metres at the end of hole 

MX05-01.

Assessment Report 28071.
N

Saturday, May 30, 2026 Page 1 of 2094E  057MINFILE  Number:



Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2004

Assay/analysis                

Drill Core

Copper 0.011 %

Gold 0.162 g/t

Zinc 0.180 %

Over 16.1 metres at the end of hole MX05-02.

Assessment Report 28071.

N

SAMPLE

2002

Assay/analysis                

Grab

Copper 0.25 %

Gold 0.29 g/t Assessment Report 27160.

N

SAMPLE

2000

Assay/analysis                

Rock

Gold 0.60 g/t

Copper 0.096 %

Silver 1.7 g/t

Molybdenum 0.016 %

Assessment Report 26545.

N

SAMPLE

1991

Assay/analysis                

Rock

Copper 0.146 %

Gold 1.932 g/t Assessment Report 22240.

N

SAMPLE

1981

Assay/analysis                

Grab

Copper 0.1456 % Sample 81MRT-4, one of four samples taken from 

monzonite.

Assessment Report 9384.
N
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