MINFILE Inventory Detail Report

C%TLTILS_'BI_I] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  094E 084 Name: PORPHYRY PEARL Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Gold 0.668 g/t over 140.36 metres in hole PP-08-07
Assay/analysis Copper 0.066 % Turner, J.A. (2009-07-26): Technical report on the
1 0,
2008 N Drill Core Zinc 0.233% Porphyry Pearl
DRILLHOLE Gold 0.915 g/t over 136.70 metre in hole PP-08-10
Assay/analysis Copper 0.051 % Turner, J.A. (2009-07-26): Technical report on the
1 0,
2008 N Drill Core Zinc 0.157 % Porphyry Pearl
DRILLHOLE Gold 0.508 g/t over 143.25 metres in hole PP-08-
Assay/analysis Copper 0.05 % Turner, J.A. (2009-07-26): Technical report on the
1 0,
2008 N Drill Core Zinc 0.141 % Porphyry Pearl
DRILLHOLE Gold 0.38 g/t over 112.5 metres in hole PP-07-05
Assay/analysis Copper 0.04 % Turner, J.A. (2009-07-26): Technical report on the
1 0,
2007 N Drill Core Zinc 0.13 % Porphyry Pearl
DRILLHOLE Gold 0.701 g/t over 208.18 metres in holes PP-07-06
Assay/analysis Copper 0.046 % Turner, J.A. (2009-07-26): Technical report on the
1 0,
2007 N Drill Core Zinc 0.095 % Porphyry Pearl
DRILLHOLE Gold 0.35 g/t over 124.0 metres in hole PP-91-6
Assay/analysis Copper 0.036 % Assessment Report 22226
1991 N Drill Core
DRILLHOLE Gold 9.37 g/t over 1.0 metre in hole PP-91-3
Assay/analysis Copper 0.116 % Assessment Report 22226
1991 N Drill Core
DRILLHOLE Gold 13.3 g/t A 0.40-metre interval.
Assay/analysis Silver 14.0 g/t Assessment Report 13961.
. Zinc 2.27 %
Drill Core
1985 N Lead 1.09 %
Copper 0.11 %
TRENCH Lead 0.30 % sampling of a trench on the discovery zone over 0.39
Assay/analysis Silver 9.9 git metre
1973 N Chip Gold 34/t Assessment Report 4631
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