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SAMPLE

1984

Assay/analysis                

Chip

Silver 24.1000 g/t

Gold 0.3000 g/t

Sample S-2, a 2-metre chip sample.

Assessment Report 12830.

SAMPLE

1983

Assay/analysis                

Chip

Gold 0.48 g/t

Silver 47.9 g/t

a chip sample assayed 0.48 gram per tonne gold and 

47.9 grams per tonne silver over 10 metres of silicified 

volcanics. Also at this time three other chip samples 

from the same area yielded values of 0.27 gram per 

tonne gold and 28.7 grams per tonne silver over 2 

metres, 19.8 grams per tonne silver over 3 metres and 

7.5 grams per tonne silver over 10 metes.

Assessment Report 11754
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