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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Rock

Gold 1.88 g/t two samples (WM-24 and -25) from mineralized quartz 

veins yielded 1.32 and 1.88 grams per tonne gold, 

respectively

Assessment Report 18465
N

SAMPLE

1982

Assay/analysis                

Chip

Silver 5.7000 g/t

Gold 0.6700 g/t

Copper 0.1280 %

Lead 0.1620 %

Zinc 0.0980 %

Results are from three chip samples taken from the 

secondmost northerly quartz vein on the Dar claims.

Assessment Report 11150.
N
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