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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1992

Assay/analysis                

Drill Core

Silver 26.8000 g/t

Gold 0.3590 g/t

Copper 0.0438 %

Lead 0.2929 %

Zinc 0.6600 %

Interval of ash tuff with quartz and calcite veinlets 

containing minor lead, zinc and pyrite between 5.2 and 

7.2 metres in drillhole CR 92-01 and 1.930 grams per 

tonne gold with 0.610 per cent zinc over 2.0 metres, 

24.0 to 26.0 metres down hole

Assessment Report 22820.

N

TRENCH

1991

Assay/analysis                

Rock

Copper 0.275 %

Lead 0.113 %

Zinc 3.865 %

Silver 6.3 g/t

three samples (107166 to 107168) from hand trench 

yielded values varying from 0.084 to 0.275 per cent 

copper, 0.012 to 0.113 per cent lead, 1.029 to 3.865 per 

cent zinc and 2.4 to 6.3 grams per tonne silver

Assessment Report 22272

N

SAMPLE

1988

Assay/analysis                

Rock

Copper 2.225 %

Lead 0.603 %

Zinc 3.190 %

Silver 38.8 g/t

surface samples (P5321 and P5315)

Assessment Report 18441

N

TRENCH

1987

Assay/analysis                

Chip

Gold 0.125 g/t

Silver 64.3 g/t

over 1.0 metre, while four grab samples yielded values 

of up to 0.640 gram per tonne gold and 135.5 grams per 

tonne silver

Assessment Report 15555
N
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