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MINFILE Number: Status:Name:094E  133 GOLDEN RING 2 Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1985

Assay/analysis                

Chip

Silver 34.0000 g/t

Gold 0.3800 g/t

Lead 5.1000 %

Zinc 0.1380 %

Two-metre chip sample.

Assessment Report 13855.

SAMPLE

1985

Assay/analysis                

Chip

Silver 10.2 g/t

Gold 0.300 g/t

Rock chip samples (5413 and 5414) assayed 0.480 and 

0.300 gram per tonne gold with 9.1 and 10.2 grams per 

tonne silver over 1.2 and 2.0 metres, respectively.

Assessment Report 13776
N

SAMPLE

1981

Assay/analysis                

Rock

Gold 0.915 g/t

Silver 49.9 g/t Assessment Report 9466

N
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