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Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2007

Assay/analysis                

Grab

Gold 53.00 g/t

Silver 427 g/t

Zinc 0.493 %

Lead 3.00 %

Antimony 1 %

three grab samples (90188, 90190 and 90200) yielded 

from 28.20 to 53.00 grams per tonne gold, 73.9 to 427 

grams per tonne silver, 0.745 to 3.000 per cent lead, 

0.005 to 0.493 per cent zinc and 0.014 to greater than 1 

per cent antimony

Assessment Report 29605

N

FLOAT

2001

Assay/analysis                

Rock

Gold 13.2 g/t float samples (272523, 272521 and 27525) from the 

area assayed 13.2, 1.48 and 4.70 grams per tonne gold, 

respectively

Assessment Report 26661
N

SAMPLE

2001

Assay/analysis                

Rock

Gold 1.50 g/t

Silver 142 g/t

0.4-metre wide sample (272520)

Assessment Report 26661

N

SAMPLE

1984

Assay/analysis                

Grab

Gold 110.0000 g/t Sample 272, one of four anomalous samples taken from 

this area.

Assessment Report 12559.
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